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Surface processing, handling and high-field test results (Eacc>10 MV/m) of the
ANL beta=0.3 and beta=0.4 single-cell RIA prototype spoke cavities will be
reviewed.
Initial processing of the 2-cell spoke prototype for RIA including a heavy
electropolish of the critical rf surfaces is also discussed.


